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Hh s
CuCrNb Powder 20230915-02
Grade Lot No.
Hr=H i
15/09/2023 50kg
Production Date Quantity
AFETE [EN ik
Process Gas atomization Grade S
1k 2 47 /Chemical Compositions / wt%
TLE AT SkPME H bR
Element Specification Tested Standard
Cu Bal. Bal.
Cr 3.0-4.0 3.46
Nb 1.5-3.0 2.16 GB/T14265
Fe <0.05 0.002 GB/T5121.27
Ni <0.05 0.001
o <0.20 0.033
i 43 i IParticle Size Distribution (um)
FLRE 43 AT Hii S R bR
Distribution Specification Tested Standard
D10 15-24 17.89
D50 26-40 3345 GB/T19077.1
D90 42-58 53.47
At H/Other Test
o § i LHE bR
Test ltem Specification Tested Standard
Apparent Density (g/cm?) / 4.45
p'FI)'ap Density (g.’im3) / 5.38 SRR

Fi5E 45 F/Judgement: 515 Pass..
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